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TEST RESULTS

Test results by chemical method (Unit: mg/kg)
Test Item (s): Method Result (1) MDL RoOHS Limit

(Refer to)
Lead (Pb) (1) 7 369 2 1000
Caidmium (Cd) 2) | n.d. | 2 100
Mercury (Hg) | (3)* n.d. 2 | 1000
Hexavalent Chromium (CrVI) by | (4)7 7 | n.d. 0.10 | -

boiling water extraction #
(Unit : (ug/cm?2))

Test Part Description
Result (1) metal

Note :
(a) mg/kg = ppm ; 0.1wt% = 1000 ppm
(b) ug/cm2 = microgram/centremeter square
(c) n.d. = Not Detected
(d) MDL = Method Detection Limit
(e) # =a. The sample is positive for CrVI if the CrVI concentration is greater than 0.13 ug/cm2. The sample coating is
considered to contain CrVI

b. The sample is negative for CrVI if CrVI is n.d. (concentration less than 0.10 ug/cm?2). The coating is considered a
non-CrVI based coating

c. The result between 0.10 ug/cm2 and 0.13 ug/cm2 is considered to be inconclusive - unavoidable coating
variations may influence the determination
(f) "-" = Not regulated
(g) For corrosion protection coatings on metals: Information on storage conditions and production date of the tested
sample is unavailable and thus results of Cr(VI) represent status of the sample at the time of testing represent status of the
sample at the time of testing.

"Test(s) marked * on this report are not included in the NSC-ONSC accreditation scope"

This document is issued by the Company subjact to its Gsneral Conditions of Service printed overleaf, available on request.

Attention is drawn to the li ion of liability, i and j issues defined therein. Any holder of this is advised that inf i ined hereon reflects the Company’s findings at
the time of its intervention only and within the limits ol Client's instr if any. The Company’s sole is to its Client and this document does not exonerate parties to a rransactmn from exercising
all their rights and obligations under the This de cannot be reproduced except in full, without prior written approval of the C¢ y. Any h ion, forgery or
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Publish or advertisement of the result or this document is prohibited, unless prior written approval of the Company.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only."

WARNING: The ple(s) to which the i recorded herein (the "Findings") relate wadwsra) drawn and / or provided by the Client or by a third psrty actrng at the Client’s di ion. The i i no
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